
1) Impurity Specs (typical sample)                                          unit : ppm

Ag Bi Ca Cu Fe In Na Ni Pb Sn Zn
4N Spec ≦10 ≦10 ≦10 ≦10 ≦10 ≦10 ≦10 ≦10 ≦10 ≦10 ≦10

Typical Data ＜1 ＜3 3 ＜1 2 2 4 ＜1 ＜1 ＜3 ＜1

4N Gallium Nitride Powder        

2)  XRD pattern 3) Powder shape (SEM image)
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4N Gallium Nitride Powder        

4) Powder size distribution

Refractive Index：

2.00 – 0.20i

Median φ :
mode : std. deviation :

average :
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